
 
 

Test Report No. CZSL1605007175TX  Date: May 09, 2016 Page 1 of 2  
 

 

 
CHANGZHOU KAINA TEXTILE CO.,LTD 
NO.11093 MODERN CITY, NO.217 NORTH JINGLIN RD, XINBEI DISTRICT, CHANGZHOU  
 
The following sample(s) was/were submitted and identified on behalf of the client as: 
     
Sample Description : Woven fabric: 100% nylon D1083#290T0.15 grid with breathable white glues 

3000 in # royal blue for children's garments 
Buyer : Ticket To Heaven 
Country of Destination : EU 
   
Proposed Care Instruction : - 
   
Test Performed  : Selected test(s) as requested by applicant 
  *  *  *  *  *   
Sample Receiving Date : May 03, 2016 
Testing Period : May 03, 2016 -  May 09, 2016 
Test Result(s) : Unless otherwise  stated the results shown in this test report refer only to the 

sample(s) tested. For further details, please refer to the following page(s). 
 
 
 
 
 
 
Signed for and on behalf of 
SGS-CSTC Standards Technical Services Co., Ltd. Chang Zhou Branch 

 
______________________ 
Ellen Li (Account Executive) 
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Test Result 
 
Water Repellency (JIS L1092:1998 Spray Test)# 
 
Water Temperature: 20±2℃ 
 
As Received 
Specimen 1       
Rating 5     
Specimen 2       
Rating 5     
Specimen 3       
Rating 5     
 
After 5 Washes 
Specimen 1       
Rating 4     
Specimen 2       
Rating 4     
Specimen 3       
Rating 4     
 
Remark: 
5 No sticking or wetting of upper surface 
4 Slight random sticking or wetting of upper surface 
3  Wetting of upper surface at spray points 
2 Partial wetting of whole of upper surface 
1 Complete wetting of whole of upper surface 
 
Washing procedure: JIS L 0217:1995; Method 103, Machine wash at 40 degree C; use “Attack” detergent; 
normal cycle & tumble dry. 
 
#: This test was carried out by SGS-CSTC Shanghai lab. 

 
Sample Photo 

 
*** End of Report *** 
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